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Product name Leca4-10 Normal

property test method

Nominal aggregate Size 4-10 mm

Particle shape Semi Round -cracked

BULK DENSITY (ASTMC29-97) 380±50 kg/m3

Aggregate size distribution ASTM C136-06 1 in. 100

Dry sieving 3/4 in. 100

1/2in. 100

3/8 in. 90 ±10

no.4(4.75mm) 23 ±15

no.8(2.36mm) 5 ±5

no.16(1.18mm) 0

no.50(0.3mm) 0

no.100(0.15) 0

B 0

Dry Specific Gravity .7±.1 

Water Absorption ASTM C128 15min=13% 60min=19% 24h=24%

Crushing Strength BS EN 13055-1 1.6±.5 ,mPa

Thermal Coefficient(λ) 0.09-0.11 w/m.C


